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ABSTRACT

By the substitution of ferrite to NdFeB materials, the process of seizing material dust in

micro grinding process will be faster. Magnetic, chemical, corrosion, mechanical and

magnetisation properties of the different materials are described and compared to enable

the replacement. The concept design of magnetic steel attachment is to build a close steel

attachment that can be adhered to pressure vessel so that the material dust will not be

plunged out to the environment work. The sample of bonded NdFeB magnet is prepared by

mixing die NdFeB powder with 5% of epoxy binder, NdFeB magnet also undergoes

Scanning Electron Microscope (SEM) and X-Ray Diffraction (X-RD) test for further

analysis. The final test would be the micro grinding process is operated with NdFeB

bonded magnet placed at the base ofthe steel attachment.
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CHAPTER 1

INTRODUCTION

LI Background Studies

Material verification project is aproject to validate and verify mechamcal and chemical
propert.es of equipment such as pipeline and pressure vessel. The process of micro
gnndmg sampling is to grind the surface of the vessel to get the material dust for further
matenal verification process. [2] Most of grinding processes are performed on pressure
vessel. Tins task has been executed because of some of data losses during transition of
people or management from one company to another company. Other reasons that can
be cons.dered are material age and its applicability to be used for latest data
management. The use of conventional micro grinding process is not comprehensive
because of the limited spaces for two peoples to perform the job. The micro grinding
process with the description ofthe practice is stated below.

figured: Micro grinding process on static vessel where pineapple bit rotates
clockw.se and apersonnel who is manually holding the rounded magnet to seize the
matenal dust and another personnel who is performing the grinding process; allowing



the amount of air pressure to rotate the pineapple bit. Material dust or debris then are
collapsed and seized by the rounded magnet.

£is"re l-k Micro grinder machine with pineapple bit

to the other hand, the properties of material of pressure vessel must be found out
roughly, mostly type of carbon steel which it can accommodate the grinding process
The most probable element of material in carbon steel should be lead by Ferrite (Fe)
then carbon (C), manganese (Mn) and then followed by other small quantity element'
Besides, by replacement of ferrite by NdFeB materials for permanent rare earth magnet
mmagnetic steel attachment, actually it has their both advantages and disadvantages
The application to use the NdFeB rather than Fe is to perform an alternative permanent
rare earth magnet based on its price, magnetic, chemical, corrosion, mechanical and
magnetization properties.

L2 Problem Statement

TTie enhancement of micro grinding process in material verification project shall be
made to increase the performance ofmicroscoop sampling process. T*e main problems
are stated on the next two paragraphs.

The material dust of grinding process could be spread out to the work environment
durmg performing this process. This bad behavior could lead to the hazardous ofdebris
gomg mto microscooper's noses who performing this job. The material dust might be



wasted to the work environment. Meanwhile the work area could be untidy during
performing this job. The design of new magnetic steel attachment should be made to
replace the existing two (2) rounded magnets.

The process of micro grinding process would take about 20 minutes to collect 20 gram
of material debris for each vessel. By replacing 2bonded ferrite magnet with «
attachment and NdFeB magnet would be appropriate to reduce the time constraint and
to enhance the safety measurement on that work.

1-3 Significance ofStudy

The significance of study is to develop the manner of production and skill of
manufacturing of micro grinding process. Furthermore, Oil and Gas Management (M)
Sdn Bhd. (OOM) may acquire the credibility on dealing with the tools and equipment at
offshore where professional methodology is being used throughout with safety
requirements are placed athigher priorities.

If this final year project is successfully done, it would be the best contribution to OGM
Sdn. Bhd. who had given advises and experiences to author during author's internship
training insemester July2007.

1.3 Objective

The objectives to be accomplished by the end of this project are; to design and develop
the magnetic-steel attachment that can be adhered to the static vessel during performing
grinder process at the platform. This process involve important data such as
accumulated time to perform micro grinding process by using magnetic steel attachment
wrth variation ofbonded NdFeB formation applied on the steel attachment



1-4 Scope ofStudy

Author has to find appropriate literature survey regarding the properties ofNeodymium-
Iron-Boron. The survey would be best to deal with the experts that relate to this project
Semmars has been conducted in the phase of progress week with the expert and
superior to seek out any possible data and requirement to understand and to identify
the scope of study before going into imp.ementation and manufacturing new magnetic
steel attachment. The use of AutoCAD software is vital in designing the drawing of
magnetic steel attachment. The study on properties ofpressure vessel is to get to know
generally about the chemical composition and mechanical properties of the vessel
before starting to grind the surface of the equipment. The SEM and X-RD analysis is
applied to analyze NdFeB bonded magnet

Figure 1.2: Horizontal Separator. Type ofvessel that can be grinded.



CHAPTER 2

LITERATURE REVIEW

2.1 PRESSURE VESSEL

2.1.1 Properties ofPressure Vessel

Amaterial property of most pressure vessels that may undergo this grinding process is
basically acarbon steel type. The database which author has referred to is based on
appends, recorded from metal database dated 16* September 2000. The actual
identification for this pressure vessel and its location of upstream piatform is
confidential to be revealed. From the data shown by referring to A516-Orade55 data at
appendices part, the material ofcarbon manganese steel is in plate form which specified
a ASTM A516 description, The chemical composition of this pressure vessel
comprises of 0.18 percent of Carbon material followed by Manganese 0.90 percent
Phosphorous 0.035 percent, Sulfur 0.035 percent and Silicon 0.40 percent The'
remainder would be definitely ferrous material which is the main part of carbon
manganese steel. [1]

2.2 PRINCIPLES OF MAGNETISM

Magnetism can produce aforce between magnetic materials depending on their
magnetic field, Magnetic fields can be formed by moving charged particles in
electromagnets or in permanent magnets. The magnetic field is much powerful at the
poles than anywhere of magnetic are, The direction of the field lines is from the North
Pole to the South Pole, and the external magnetic field lines never cross. When they line
up in arow, they combine to increase the magnetic field strength. By plaeing . magnet
beneath apiece of paper and placing iron dust on top of the piece of paper, the iron



filings will place themselves to perform the formation of magnetic field lines This
iimsmle magnetic force, which exists in the air or space around the magnet, is know,
as amagnetic field and the lines are called magnetic lines offeree.

Ferromagnetic materials for example iron and cobalt are those materials which is
capable 0f aligning to create amagnetic field. Because of this ability, they provide a
simple path for external magnetic field lines. Magnetic materials lose their magnetism if
heated to or above the expected temperature. Diamagnetic materials are the opposite of
ferromagnetic materials; they are weakly repelled by amagnet since electrons within
their atoms act as electromagnets and oppose the applied magnetic force.

N magnet
S

HgureZl: Magnetic field ofsingle bar magnet (green line).
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The previously unmagnetized iron becomes magnetized as it is brought closer to
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This behavior is the background of how the material dust obtained from the

microscoop process can be attracted to the permanent earth magnet. Of the two

diagrams, diamagnetic materials are the strongest. Inthe presence of an external

magnetic field; they actually become slightly magnetized in the opposite

direction, so as to repel the external field. [7]

diamagnetie
matenal N

repulsion

magnet S

Figure2.4: The behaviourofdiamagnetic materialand permanentmagnetwhen

2.3 NdFeB, Permanent magnet

The main product ofpermanent magnet for this project isbonded NdFeB which is

about 3 MGQe, NdFeB are used widely as the total global output showed 72 tons

in 1985, it became 8000 tons in 1997. The use of NdFeB magnet is rising both in

developed and developing countries such as Japan, USA, China, EastEurope and

Southeast Asia. The computer, communication and informative industries are the

major users of NdFeB magnets. The probable (BH) max, MGOe for these

application industries usually ranges between 25 - 50 MGOe. [2] From the

previous internship conducted byauthor, Ferrite magnet of 1.2 MGOe was used to

collect the steel powder. Therefore NdFeB with the BHmax of 3-10 MGOe is



higher field than the ferrite to collect the powder of the steel. The use of 3 MGOe

for this FYP is basically sufficient to attract the material dust or debris in a small

fragment of quantities 20grams for each vessel and the main body of product

permanent magnet are produced by applying powder metallurgical or "sintering"

technique on NdFeB.[3]

23.2 Properties of NdFeB and Pressure Vessel

The main part of this literature review is to describe themain properties of NdFeB as a

main product of magnetic steel attachment. The main properties would be chemical,

corrosion and magnetization behaviour. The surface of the pressure vessel need to be

analyzed as it must meet the requirement needed before going for metal grinding
process.

23.2 Chemical Properties of NdFeB

According to B. Grieb, NdFeB magnets are considered to be metallic materials and

exhibit their general characteristics. Whereas they are largely resistant to alkali media,

they dissolve in acids, and oxidation rates in a wet atmosphere varying according to

material composition. The sensitivity of conventional NdFeB to oxidation is caused in

the microstructure formed by magnetic grains of Nd2FenB and a surrounding grain

boundary phase of free Neodymium. This almost elementary Neodymium is very

reactive. Even simple condensation and oxygen attack leads to the formation of oxides

and hydroxides, resulting in dissolution of the grain boundary phase completely.

Because of processing limitations it is not possible to eliminate this grain boundary

phase completely. [4] From the explanation of Grieb, NdFeB are resistant to alkali

media means it oppose to orno effect to alkali media, dissolve in acid and undergoing

process of oxidation in a wet atmosphere with in variation of material composition.

Most of oxidation process occurs is caused by magnetic grains that create the

arrangement of microstructure. NdFeB materials are much more ductile, making

handling safer rather than other permanent rare earth magnet. The amount ofdamaged

magnets using processing is reduced which is important for saving costs.



2.3.3 Corrosion Properties of NdFeB

The investigation has been made by B.Grieb [4] ofdifferent material in anatmosphere

which is generated inanautoclave of 130°C, 3 bars and saturated vapour condition. The

test is operated by Grieb to get an immediate view of the corrosion resistance against

oxidizing temperatures. From the test conducted, the decrease of weight remaining

during the first day is very small and then followed by next days, the corrosion attacks

becomes very strong. The magnets are weighed before and after the experiment

undergone. Based on the graphof Figure 2.5, the magnet seemed to have failed because

of the magnets weredissolved in ten days.

100,0

£
O) 80,0
c

e
MM

E
60,0

S

40,0
G)

4>

5

0,0

^^^ [SmCo

t^^i^ JcowwatJonal NdFeB tool pnaicd|

(cOH¥attianal NdFeB isosta&slly pifcsseti \^W ^"^T"*

1 4 8 9 10 11
days

Figure 2.5: Corrosional stability of conventional NdFeB in an autoclave at 130° and 3

bar under saturatedwater vapour. The scale extends from 0-100%.

According to B. Grieb, due to the intermetallic grain boundary phase formed during

heat treatment from the basic element and additives the new NdFeB materials show a

stable microstructure in total. The course of the dissolution curve Figure 2.6 is stable

after a small, minimal surface corrosion reaction. The material has a passivating
character and offers long term resistance similar to that Sm2Coi7 which is well known

corrosion resistant material. The additives which give the new material its corrosion

stability are also responsible for theexcellent temperature stability. [4]

Based on Figure 2.6, the NdFeB magnet is showing stable microstructure in total after

new additives have been mixed with the conventional NdFeB.
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2.3.4 Magnetization Behaviour of NdFeB

Magnetization is caused by different hardening mechanisms which originate in the

microstructures of the materials. Sm2Col7 magnets are hardened by pinning process

whilst NdFeB and SmCo5 by nucleation.

Accordingto B. Grieb, pinning magnetsare hard to magnetize and to demagnetize. The

degree of saturation is approximately linear to the strength of the magnetizing field. To

saturate NdFeB magnets a considerably lower magnetic field is necessary, the

magnetization behavior has an S- shape depending on the generated field. Saturation is

fully reached at about 2500 kA/m or 3 Tesla, to achieve the internal magnetization field

the given external field must be increased by the value of the demagnetization. NdFeB

180/250w show excellent behaviour. Despite their high resistance to demagnetization

by high coercivities, these materials can be saturatedcomparatively easy. The values are

less than 2000 kA/m and therefore below the fields necessary for known NdFeB

materials. [1]

11



From this literature review, NdFeB is suitable to be applied on magnetic steel

attachment as it produces low magnetization behaviour which isbelow 2500 kA/m or3

Tesla.

2.3.4 Manufacturing of NdFeB

From author's research, there are several methods in manufacturing NdFeB magnet.

Several research relates to this matter are as below.

According to David Brown Bao-Min Ma and Zhongmin Chen, The composition,

microstructure and processing ofNdFeB-type permanent magnets are all critical factors

for the successful production of high performance magnet components. Three common

fabrication routes canbe used to categorize these NdFeB-based bulk magnets: sintering,

polymer bonding and hot deformation. Generally, the former type ofmagnet has ahigh-
energy product (30-50 MGOe), full density and a relatively simple shape. Bonded
magnets have intermediate energy products (10-18 MGOe), lower density and can be
formed into intricate net-shapes. Hot deformed magnets possess full density,

intermediate to high-energy products (15-46 MGOe), isotropic oranisotropic properties

and have the potential to be formed into net shapes. This article discusses the critical

issues of improved magnetic performance, environmental stability, net-shape

formability and magnetization behavior for the main categories ofNdFeB magnets. [5]

2.4 Scanning Electron Microscope (SEM)

Scanning electron microscopy isused for inspecting topographies of specimens atvery

high magnifications using a piece of equipment called the scanning electron

microscope. SEM magnifications can go to more than 300,000 X but most

semiconductor manufacturing applications require magnifications of less than 3,000 X

only. SEM inspection is often used in the analysis of die/package cracks and fracture

surfaces, bond failures, andphysical defects onthedieorpackage surface.

12



A SEM may be equipped with an EDX analysis system to enable it to perform

compositional analysis on specimens. EDX analysis is useful in identifying materials

and contaminants, as well as estimating their relative concentrations on the surface of

the specimen. During SEM inspection, a beam ofelectrons is focused on a spot volume

of the specimen, resulting in the transfer of energy to the spot. These bombarding

electrons, also referred to as primary electrons, dislodge electrons from the specimen

itself. The dislodged electrons, also known as secondary electrons, are attracted and

collected by a positively biased grid or detector, and then translated into a signal. (6)

EDX Analysis stands for Energy Dispersive X-ray analysis. It is sometimes referred to

also as EDS or EDAX analysis. It is a technique used for identifying the elemental

composition of the specimen, or an area of interest thereof. The EDX analysis system

works as an integrated feature of a scanning electron microscope (SEM), and can not

operate on its own without the latter.

During EDX Analysis, the specimen of NdFeB is bombarded with an electron beam

inside the scanning electron microscope. The bombarding electrons collide with the

specimen atoms' own electrons, knocking some of them off in the process. A position

vacated by an ejected inner shell electron is eventually occupied by a higher-energy

electron from an outer shell. To be able to do so, however, the transferring outer

electron must give up some of its energy by emitting an X=ray. (6)

2.4.1 The Scanning Electron Microscope and Optical micrograph analysis

of bonded NdFeB magnet

Figure 2.7 and 2.8: SEM and Optical micrograph of compacted bonded NdFeB Magnet with a
mixture ratio 5:95 of epoxy to NdFeB powder.[8]

13



From the SEM and optical microscope images, some pores are found in the bonded

magnets, This can be the result of debonding occurring between the epoxy and

NdFeB powder, as the powder is not wet well enough to be firmly bonded with the

epoxy and LNR matrix. The average thickness of the melt spun powders of the

pressureless bonded NdFeB magnet is 30um. The texture of the powder particles are

seen to be flaky, Meanwhile for the compacted bonded NdFeB magnet, the average

thickness is also 30um and the powder particles are found to be in very small

fragments, presumably crushed during the compaction consolidation process. [8]

14



CHAPTER 3

METHODOLOGY

3.1 Research Methodology and Project Activities

Research methodology for this project is basically depends on appropriate literature review

and paperwork that obtained from reliable sources. Author has to find the behaviour,

characteristics and manufacturing method of NdFeB magnet. Rough analysis also has been

described in the result and discussion session for an initial research before full analysis

could be made for further progress part.

Project activities for the phase of the interim part includes the understanding the literature

review's research work, searching appropriate material for steel attachment and processes

involved, rough design analysis. While the progress that has been made for the next part

would be Scanning Electron Microscope, X-RD and the experiment conducted on the

magnetic steel attachment.

3.2 Method of manufacturing NdFeB and SEM analysis

The procedure ofmanufacturing NdFeB samplesare statedbelow;

1. NdFeB material dusts are going to be undergoing the powder metallurgy

process. NdFeB materialdust was weighedfor 100 gram

2. Epoxy aid hardener were mixed to a binder with composition of 5%. Asetone

was stirred a little bit as a stirrer agent to mix the NdFeB material dust with

binder.[ll]

3. Both binders and NdFeB material dust were mixed together by using stirrer

machine for about 15 minutes.

15



4.

5.

6.

7,

8.

The mixture was weighed 3 gram.

The sample of3gram mixture then was transferred to mold and pressed by using
Auto Press machine. The pressure ofcompaction is 5 ton. The decomposition
process would take about 3minutes time with constant, 3ton ofweight.
All sampleswere cured in oven at 60°c for 4 hours.

Steps 1to 5were repeated until 10 samples were pressed.
The samples were analyzed by using Scanning Electron Microscope (SEM), X-
Ray Diffractometer with the purpose of analyzing the material's composition,
microstructure, crack compactions and magnetic properties. [3]

Figure 3.1: Process flow of manufacture bonded NdFeB starting with stirrer (picture 1), Auto
Pallet Machine (picture 2) and oven (picture 3)

16



3.3 Method of Manufacturing Steel Attachment (Cage)

11 The carbon steel was measuredin millimeters.

2. Itis then ticked with marker on which part ofthe steel isgoing tobe cut.

3. The carbon steels were cut into several parts according to its measurement.

4. All partswere connected by bothboltsandnuts.

5. The placement ofNdFeB is located at the base of the steel attachment,

Figure 3.2: Steel Attachment

17
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CHAPTER 4

RESULTS AND DISCUSSIONS

4.0 MAGNETIC STEEL ATTACHMENT

4.1 The Idea ofMagnetic Steel Attachment

The design ofmagnetic steel attachment has been made to give some rough idea of several
views of design regarding to this project. The main idea of designing magnetic steel
attachment is to replace the old manner of grabbing the material dust material sampling
process.

Figure 4.1: Aconventional manner of grinding process. Tnis process needs 2people to
perform the micro grinding process. One person hold 2 rounded magnet below the
aluminium foil whilst other person operates the grinder machine.
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Figure 4.2: Material dusts which are weighed 20g, ready to be sampled.

In this project, team project need about 20g material dust to be sampled out in the plastic.
But in this case, author feel it is the best way to cut down the time to collect the material
dust as the design ofmagnetic steel attachment will help to outcome ofthe problem whilst
safety measurement maintained in the first priority,

4.2 Magnetic Steel Attachment

The new design specification is advantageous because it needs just one person to operate
the micro grinding process. Author has designed atype of magnetic steel attachment to be
considered in his discussion part, The measurement of the design is 0.15 x0.25 x0.30 m3
which is in the figure shown, there are 4 straight steel fixed at the middle of the steel
attachment. The permanent rare earth magnet, rounded NdFeB will be placed at the base of
the steel attachment. The inner part of the magnetic steel attachment will be wrapped up by
aluminium foil or viable plastic to avoid the magnet seizes the debris directly,

21



4.2.3 The Design ofMagnetic Steel Attachment

The design basically was drew after author had decided to buy the steel attachment
from the hardware shop. Author had bought the steel as it features many holes
along its crossbar surface of the steel. The purpose of the holes is to make ajoint
between the steel bars. The thickness of steel bar is 1mm. the measurement of this
design 250 x200 x300 mm3. The location of each magnet that needs to be placed
at the steel attachment is to be considered at the base of the steel attachment for in
manufacturing part of NdFeB magnet. Therefore, there are several rounded NdFeB
will be placed at the top base ofthe magnetic steel attachment.

Figure 4.3: The Third Design of Magnetic Steel Attachment (3-D view)
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4.6 Scanning Electron Microscope Analysis

In this experiment, author chose one sample of unmagnetized bonded NdFeB to undergo
Scanning Electron Microscope. Based on the overview, author can detect the
microstructure ofthe sample such as crack compaction, the composition ofeach material at
certain portion ofthe sample.

XF«*

Mag= 500X EHT =i5.ookv Date:14 Aug 2008
j™* 1°mm S'a"'"A =QBSD UNIVERSITI TEKNOLOGI PETRONAS®

Transgranular
Cracks

Rich <&-phase

High epoxy resin phase

Figure 4.4: Image of SEM at the centre of the samples. The pores and crack is .ess formed at the center
ofthe sample bonded NdFeB magnet

23



Figure 4.5: Image „fSEM ofNdFeB a, ,„e edge of toe samp,e. The pores and crack Nation hhigh.y
formed at the edge ofthe sample.

The electron micrograph of figure 4.4 image shows the Crack formed at the centre of the
samples. The bright part shows NdFeB and the dark part represents the epoxy of resin and
hardener. The magnifying power of this Scanning Electron Microscoop is 500X In
addition, the image shows the samples which lays between lOum to 20um. The pores were
not much observed at the centre compared to the edge ofthe sample. THe morphologies for
this bonded magnet are portrayed in figure 4.4 and figure 4.5.

Author implies that some of epoxy was flowing out during the compaction process, and as
aresult, the act of 5ton pressure was not uniformly compressed the sample. From the
figure above, it shows that the center of the bonded NdFeB magnet has agood compaction
rather than at the edge ofsample.
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Figure 4.6: The composition of Neodymium (Nd),Iron (Fe), and Carbon (C) at the center of the sample.
Spectrum

1 2 3

Scato1192cts Cwsor: 4.03B kpv (29 cts)

Pt
PI Pt P

11 12 13

keV

Figure 4.7: The composition ofNeodymium (Nd), Iron (Fe), and Carbon (C) at the edge ofthe sample.

Figure 4.6 and 4.7 shows the existences ofelements inthe magnet were revealed by using

SEM with EDAX. EDAX analysis shows that thepresence of Neodymium (Nd) and Ferrite

(Fe) in high quantitycompared to carbon (C) while Boron cannot be detected as it is hard

to expose their presence by using EDAX. Other elements also appeared in the material

which is Plutonium(Pt) and oxygen (O).
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greened and blue respectively at the centre ofthe sample.

SFrCr ThTX mHPPing °f Ne°dymiUin ^ Ir0D ™^ ^ «> "•— *• spottedgreen, red and blue respectively at the centre of the sample.

Element

CK

FeK

NdL

PtM

Weight%

15.74

58.61

Atomtc%

51.83

20.39

5.27

Totals
100

41.52

5.59

1.07

100

Table 1: the element composition ofNdFeB

Figure 4.7 and 4.8 demonstrates the EDAX mapping of each part of bom center and edge
of the sample. The dark fraction is described as pores and crack compaction that exist on
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4.7 X-ray Diffraction

EfflM*,.M-rfc:na;BM:.1„..T 2-Theta - Scale

"'•-'-•'•'•»-™»-.-.».«..,.„.».-.,„.„..m^„.„,^,.j_iia[mH|

Figure 4.10: the result of the X-ray Diffraction for thick„ess of45um ofNdFeB
There are two phases monitored in figure 4.10, which is a-Fe phase and 0-phase (NdFeB
Phase). From figure 4,0, <J>-Phase could be detected due to high content of Neodymium
and Fernte mthe sample which contributes 20.39 and 58.61 weigh, percent. (Refer table 1)
Therefore, the high Ferrite composition would eventually promote the formation ofNdFeB'
Phase. IT* result had shown those XRD analyses on 45um of NdFeB. It proves that the
majonty of the phase is crystalline NdFeB and this is shown in Figure 4.10. No significant
of amorphous phase detected in any size of fraction of the power studied, although the
smailer parttcles exhibited peak broadening. It was predicts that very fine pa.ic.es axe at
leastparttally amorphous, but they could not be easily separated for measurement [9 10]
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4.8 Mounting ofNdFeB on the Steel Attachment

T*e placement of magnet at the base of steel attachment is to maximize the percentage of
material dust plunge into the magnet surrounding, In addition the factor of gravity
attrition kimUa^ as aresult ofnot P^ing the magnet against the grinding surface
The formation ofNdFeb on the steel attachment is placed as portrayed in the figure below

Figure 4.11: Tne location of4bonded NdFeB magnets on steel attachment

The result for the best formation (4 bonded NdFeB magnet placed) are as follows:

^ble2nv«nutes ofgrinding process andMaterial Dust Seized by NdFeB i
Time (minutes)

in grams

10

Material Dust Seized by NdfeB (gram)
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Total Weight of Material Dust (gram) vs
Time(min)

35

*J 30

P) 25

^ 20
_ 15

1 10
1- 5

0

9 10

Time (min)

Figure 4.12: The accumulated weight ofcarbon steel dust seized by four NdFeB
10 minutes

magnets in

From the graph shown, atotal of 20gram material dust can be seized on the 7* minute of
process compared to conventional one which stretches until 20 minutes for each grinding
Somehow the rate ofcollecting dust is not maintained for each minute probably because of
manuaMbrce grinding process acted on the grinding surface. This shows that the use of
NdFeB in collecting material dust is more reliable rather than ferrite magnet.
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CHAPTERS

CONCLUSION AND RECOMMENDATION

5.1 Conclusion

By replacing Ferrite magnet with NdFeB, it is proven that it can seize more material dust
wdhm expected time. The precise time for collecting accumulated 20 g^ of carbon steel
dust ls 7minutes compared to the conventional method, 20 minutes. Thus the objective of
this project is achieved.

It proves that the majority of the phase is crystalline NdFeB in the X-RD analysis whilst
EDAX analysis shows that the presence of Neodymium (Nd) and Ferrite (Fe) in high
quantity compared to carbon (C) while Boron cannot be detected as it is hard to expose
their presence by using EDAX

5.2 Recommendation of the Project

Even there are little bit problems that author has faced throughout this progress part the
project is still relevant As for future project work, it is greatly suggested to use vacuum
machme to avoid bubble inside the sample. All the equipment must be collaborated before
«« the machine for experiment. Author also found that the plunger is too tight to be
pulled out during the process ofmanufacturing the magnet.

It is recommended that al! the samples are going to be examined under this analysis. Since
there were tone constraints in this project, author noticed that this project must be
proceeding to the next phases which are magnetization process. Besides, further analysis is
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recommended to be done on the samples including the hardness test and corrosion test to
"T* ""***™***^ «*• Other tha. that, magnet coating Iapphed t0 reduce md elimmate me oxidatjon process ^ n^b^ ^
suscep ble to oxidation wmpare , ^ ^ ^ ^
are apphed such as nickel plating, zinc plating and organic coating. [7]

The process of micro grinding process should be done -fa. ^ „ Me requirementbefore per^my job ^ ^ ^^ ^ ^ «
*-Analysis (JHA) and Permit To Work (PTW) . shown in the appendix. AcJ£
1fT ,S^^ t0 ^^ bef°re"^ *» «* P— at Z
*- ft. recent must be passed at all critical work p.aces so that there 2 no

„s,am and problem in me mture. For &ture project work, it is recommended that me
use of NdFeB can be broadened to the other application. The fabrication and the power
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APPENDICES

Appendix A Carbon Manganese Steel ASTM ASKS Gr55

Desianalton

£>&5Mrplion

Perm

Specified jr,

Gracfe 55. Grarfs 380. UNS K0180D

Carbon Manganese Steel
Carbon Steei

Rate

ASTIMA5ie/A5te«-

Country ma Uiited States <US}
Chemical Comp.

Win%

o.eo

Elements
C
Mn

P

S
Si

Fe

Rteehanfe»T Prop
propen>fUnit
Bonaafidnr in 2D0mm «
Bongafion inansh %
eongafionin5BtTm%
Hojigafen tn ffinch96

3^*- s*reng1h NAnm1
YieJdSTress NJrnm1

0.15
Remainder

0.13
0.30

0.035

0.335
0.40

Condemn
ARorN
ARorN
ARorN
ARorN
ARorN
ARorN
ARorN
ARorN

Temp Size
RT

RT

RT

RT

RT

RT

RT
RT

Win Ms*
23

27

27

23

65 75
3SD 515
30
205

"JS:14V«BdFefa28 2D01

HeatTreatment

Notes

When K^rtounKSiiS^ 22221,Sha" "*wi-fewi <N>

ThesfeelEiialJbekilledandrnado* #— P»«« supplf©rf to this

ft range
a.eo-i.20

0*0-1.211

-•«*' n-Mr 0-80-1 JO
iTitrwTenriperaturea-.ii,™^^"^ J 0-80-1.20

> 2CO 0J[6r

Update ? (Mam) wo

"~~-~*.-.^^w—^^^
-•P»0B 1-
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